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(e) The provisions of this section are
not applicable to ethylene-vinyl ace-
tate-vinyl alcohol copolymers used in
the food-packaging adhesives com-
plying with §175.105 of this chapter.

[47 FR 41531, Sept. 21, 1982, as amended at 49
FR 10108, Mar. 19, 1984; 66 FR 17135, Mar. 31,
2000]

§177.1380 Fluorocarbon resins.

Fluorocarbon resins may be safely
used as articles or components of arti-
cles intended for use in contact with
food, in accordance with the following
prescribed conditions:

(a) For the purpose of this section,
fluorocarbon resins consist of basic res-
ins produced as follows:

(1) Chlorotrifluoroethylene resins
produced by the homopolymerization
of chlorotrifluoroethylene.

(2) Chlorotrifluoroethylene-1,1-
difluoroethylene copolymer resins pro-

duced by copolymerization of
chlorotrifluoroethylene and 1,1-
difluoroethylene.

3) Chlorotrifluoroethylene-1,1-

difluoroethylene-tetrafluoroethylene
co-polymer resins produced by co-
polymerization of
chlorotrifluoroethylene, 1,1-
difluoroethylene, and tetrafluoro-
ethylene.

(4) Ethylene-chlorotrifluoroethylene
copolymer resins produced by copolym-
erization of nominally 50 mole percent
of ethylene and 50 mole percent of
chlorotrifluoroethylene. The copoly-
mer shall have a melting point of 239 to
243 °C and a melt index of less than or
equal to 20 as determined by ASTM
Method D 3275-89 ‘‘Standard Specifica-
tion for E-CTFE-Fluoroplastic Mold-
ing, Extrusion, and Coating Mate-
rials,” which is incorporated by ref-
erence in accordance with 5 TU.S.C.
5562(a) and 1 CFR part 51. Copies may be
obtained from the American Society
for Testing and Materials, 1916 Race
St., Philadelphia, PA 19013, or may be
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examined at the National Archives and
Records Administration (NARA). For
information on the availability of this
material at NARA, call 202-741-6030, or
go to: hitp://www.archives.gov/
federal register/

code of federal regulations/

by locations.html.

(b) Fluorocarbon resins that are iden-
tified in paragraph (a) of this section
and that comply with extractive limi-
tations prescribed in paragraph (c) of
this section may be used as articles or
components of articles intended for use
in contact with food as follows:

(1) Fluorocarbon resins that are iden-
tified in paragraphs (a)(1), (a)(2), and
(a)(3) of this section and that comply
only with the extractive limitations
prescribed in paragraphs (c)(1) and
(c)(2) of this section may be used when
such use is limited to articles or com-
ponents of articles that are intended
for repeated use in contact with food or
that are intended for one-time use in
contact with foods only of the types
identified in §176.170(c) of this chapter,
table 1, under Types I, II, VI, VII-B,
and VIII.

(2) Fluorocarbon resins that are iden-
tified in paragraph (a)(4) of this section
and that comply with the extractive
limitations prescribed in paragraphs
(c)(1) and (c)(2) of this section may be
used only when such use is limited to
articles or components of articles that
are intended for repeated use in con-
tact with food.

(3) In accordance with current good
manufacturing practice, those food-
contact articles intended for repeated
use shall be thoroughly cleansed prior
to their first use in contact with food.

(c) Extractives limitations are appli-
cable to the basic resins in the form of
pellets that have been ground or cut
into small particles that will pass
through a U.S. Standard Sieve No. 6
and that will be held on a U.S. Stand-
ard Sieve No. 10.

(1) A 100-gram sample of the resin
pellets, when extracted with 100 milli-
liters of distilled water at reflux tem-
perature for 8 hours, shall yield total
extractives not to exceed 0.003 percent
by weight of the resins.

(2) A 100-gram sample of the resin
pellets, when extracted with 100 milli-
liters of 50 percent (by volume) ethyl
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alcohol in distilled water at reflux
temperature for 8 hours, shall yield
total extractives not to exceed 0.003
percent by weight of the resins.

(3) A 100-gram sample of the resin
pellets, when extracted with 100 milli-
liters of n-heptane at reflux tempera-
ture for 8 hours, shall yield total ex-
tractives not to exceed 0.01 percent by
weight of the resins.

[42 FR 14572, Mar. 15, 1977, as amended at 57
FR 185, Jan. 3, 1992]

§177.1390 Laminate structures for use
at temperatures of 250 °F and
above.

(a) The high-temperature laminates
identified in this section may be safely
used for food contact at temperatures
not exceeding 135 °C (275 °F) unless oth-
erwise specified. These articles are lay-
ered constructions that are optionally
bonded with adhesives. The interior
(food-contact) layer(s) may be sepa-
rated from the exterior layer(s) by a
functional barrier, such as aluminum
foil. Upon review of the physical prop-
erties of a particular construction, the
Food and Drug Administration may
consider other layers to serve as func-
tional barriers. This regulation is not
intended to limit these constructions
as to shape, degree of flexibility, thick-
ness, or number of layers. These layers
may be laminated, extruded, co-
extruded, or fused.

(b) When containers subject to this
regulation undergo heat sterilization
to produce shelf-stable foods, certain
control measures (in addition to the
food additive requirements in para-
graphs (c¢) and (d) of this section) are
necessary to ensure proper food steri-
lization and package integrity. Refer
to parts 108, 110, 113, and 114 of this
chapter for details.

(c) Subject to the provisions of this
paragraph, food-contact articles pro-
duced from high-temperature lami-
nates may be safely used to package all
food types except those containing
more than 8 percent ethyl alcohol.

(1) Polymeric films/layers. Films or lay-
ers not separated from food by a func-
tional barrier must meet the following
requirements:

(i) Films/layers may consist of the
following:

§177.1390
(a) Polyolefin resins complying with
item 2.2 or 3.2 of the table in

§177.1520(c).

(b) Polymeric resin blends formu-
lated from a base polymer complying
with item 2.2 or 3.2 of the table in
§177.1520(c) blended with no more than
10 percent by weight of a copolymer of
ethylene and vinyl acetate complying
with §177.1350.

(c) Polymeric resin blends formulated
from a base polymer complying with
item 2.2 or 3.2 of the table in
§177.1520(c) blended with no more than
38 percent by weight of a homopolymer
of isobutylene complying with
§177.1420(a)(1).

(d) Polyethylene phthalate resins
complying with §177.1630(e)(4) (i) and
(ii).

(e) Nylon MXD-6 resins that comply
with item 10.3 of the table in
§177.1500(b) of this chapter when ex-
tracted with water and heptane under
the conditions of time and temperature
specified for condition of use A, as set
forth in Table 2 of §176.170(c) of this
chapter.

(f) Nylon %2 resins (CAS Reg. No.
25191-04-2) complying with item 13.3 of
the table in §177.1500(b), for use as
nonfood-contact layers of laminated
films and in rigid multilaminate con-
structions with polypropylene outer
layers. Laminate structures with au-
thorized food-contact materials yield
no more than 0.15 milligrams of epsilon-
caprolactam and 0.04 milligrams of
omega-laurolactam per square inch
when extracted with 95 percent ethanol
at 121 °C (250 °F) for 2 hours.

(9) Polymeric resins that comply
with an applicable regulation in this
chapter which permits food type and
time/temperature conditions to which
the container will be exposed, includ-
ing sterilization processing.

(ii) Adjuvants used in these layers
must comply with an applicable regu-
lation that permits food type and time/
temperature conditions to which the
container will be exposed, including
sterilization processing.

(2) Adhesives. The use of adhesives in
these containers is optional. Adhesives
may be formulated from the following
substances, subject to the prescribed
limitations:
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